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RESERVOIRS ENVIRONMENTAL 

SERVICES, INC. 
1827 GRANT STREET DENVER, COLORADO 80203 (800) 678-7374 (303) 830-1986 FAX (303) 863-9196 

April 29, 1994 

Ms. Julie Linkus 
EG&G Rocky Flats Plant 
PO Box 464, T452D 
Golden, CO 80402-0464 

RE: Job No. RES 18814 - 23586JL/102A - Bulk Sample: 
T891E-94-04-27-64-01. 

Dear Ms. Linkus: 

Reservoirs Environmental Services, Inc. (RES, Inc.) has analyzed 
one bulk material sample by Polarized Light Microscopy (PLM) for 
asbestos content as per your request. The sample was received on 
April 27, 1994, and initial results were telephoned to your office 
on April 29, 1994. PLM was used to analyze the bulk materials in 
compliance with guidelines established by the USEPA (40 CFR Part 
763, Subpart F, Appendix A). The Analytical Results are presented 
in Table I. 

R E S ,  Inc. has assigned job number RES 18814 to this study. This 
report is considered highly confidential and the sole property of 
EG&G Rocky Flats Plant. RES,  Inc. will not discuss any part of 
this study with personnel other than those of the client company. 
Samples will be disposed of after sixty days unless longer storage 
is requested. The US EPA guideline (40 CFR Part 763, Subpart F, 
Appendix A) was developed for use on friable building materials and 
is not recommended for non-friable materials such as floor tiles. 
RES, Inc. recommends additional analyses to confirm negative PLM 
results on floor tiles. 
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If you should have any questions about this report, please feel 
free to call me at 830-1986. 

/ Jeanne Spencer Orr 
Vice President * 

RKD/cma 

Analyst ( s )  : 
Cheryl A. Dempsey Paul D. Lo Scalzo 
Greg Behnfeldt Robert L. Gault 
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